
BB0HM hiHINO CORE.
Invoice ! 12673> Pade 1

HR. ROD MACLEOD
P.0. BOX 185

Date ! 15-SEP-88

DEADWOOD» SD Report Hu! 098-1015
57732 Project BLASTHOLE

Reference! NONE LISTED

24 Arulvset. of Gold 
Subtotal

at » 8.00 * 192.00
♦ 192.00 192.00

Saarle Preparation
24 Staple* of Assay Prep 
24 Ssarle& of Deadwood Surcharge 

Subtotal

at * 3.25 » 78.00
at * 0.50 * 12.00

I 90.00 90.00

Miecel1sneous Charaes
U S.D. STATF SALES TAX 
27. DEADU00D CITY SALES TAX 

Subtotal

1 2.10
t 1.20
t 3.60 I 3.60

Invoice Total!
I

I 2e5.60 u.s.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 Wtei Cedar Dr.
Lakewood, Colorado 80228
(M3) 989-1404

BONDAR-CLEGG



Geochemical
Lab Report

Bondar-Clegg. Inc.
12980 Wfes Cedar Dr,
Lakewood, Colorado 80228
(303) 989-1404

BONDAR CLEGG

REPORT*. 098-1045 ( COMPLETE ) REFERENCE INFO; NONE LISTED

client; brohm mining corp. 
project; blasthole

SUBMITTED BY; R, MACLEOD 
DATE PRINTED; 13-SEP-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 24 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 24 2 -150 24 Assay Prer 24
Deaduood Surcharge 24

REPORT COPIES TO! MR. ROD MACLEOD INVOICE TO; MR. ROD MACLEOD



Geochemical
Lab Report

Hondar-Otgg. Inc.
12980 VWst Cedar Dr
Lakewood. Colorado SC28
(303)989+104

BONDAR CLEGG

REPORT’. 098-1045 PROJECT: RLASTH0LE PA6E 1

SAMPLE ELEMENT FireAu
NUHBER UNITS OPT

02 S-9-7-147 <0.002
D? S-9-7-148 <0.002
02 S-9-7-163 <0.002
D2 S-9-7-164 0.003
D2 S-9-7-167 <0.002

02 S-9-7-168 <0.002
02 S-9-7-183 <0.002
02 S-9-7-184 0.004
02 S-9-7-187 <0.002
02 S-9-7-203 <0.002

02 S-9-7-204 <0.002
02 S-9-7-207 <0.002
02 S-9-7-223 <0.002
02 S-9-7-224 <0.002
02 S-9-7-227 <0.002

02 S-9-7-243 <0.002
02 S-9-7-244 <0.002
02 S-9-7-247 <0.002
02 S-9-7-263 <0.002
D2 S-9-7-264 <0.002

02 S-9-7-267 <0.002
02 S-9-7-283 <0.002
02 S-9-7-284 0.005
02 S-9-7-287 0.005



LAB. REPORT NO. m m

BDNDAR-CLEGG INC. V
\

12960 W CEDAR DR. LAKEWOOD, CQ BOBBB PHONE 3G9-VIOA TELEX A5-693

SAMPLE SHIPMENT NOTICE

Date Shipped.Via —A—□ Prepaid or

# Parcels in Shipment___

GEOLOGIST'S NAME_ _ _ _ _

□ Collect

J-L. PHONE NUMBER

TOTAL NUMBER OF SAMPLES.
_ r PROJECT NAME OR NUMBER V/ ___ Ai_

*»w
iMplaa

Simple Humbert
IS«ne»|

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag CO Nl Co Mn Fe Bi V U W F Au As Hg Sn Sb Be E spec

Neutron
Actnatiee DCP

Ore
lest

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe 81 V u w F A Hg Sn So Ba E spec Actuation DCP test

Af Cu Pb Zn Mo Ag Cd hi Co Mn Fe Bi V u w F
d

As Hg Sn Sb Be E spec
Nci.: -

Actuation DCP
are
lest

S’ Cu Pb Zn Mo »« Cd Ni Co Mn Fe Bi V u w F As Hg Sn SO Ba E spec
Neutron

Activation OCP
or«
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F AH' As Sn Sb Ba F spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F *
As Hg Sn Sb Ba E spet

Neutron
Activation DCP

ore
test

M Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F ** As Hg Sn Sb Ba E spec Activation DCP ore
test

Cu Pb Zn Mo *g Cd Ni Co Mn Fe Bi V u w F * As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F y As Hg Sn Sb Ba E spec
Neutron

Activation OCP test

Cu Pb Zn Wo Ag Cd Ni Co Mn Ft Bi V u w F * As Hg Sn Sb Ba E spec
Neutron

Activation DCP
are
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Sn Sb Ba E spec
Neutron

Activation DCP test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F r As Hg Sn Sb Bo E spec Activation DCP test

u Hit 4 Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F f As Hq Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fn Bi V u w F ¥ As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

m Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F y As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

u
Cu Pb Zn *0 kq Cd Ni Co Mn Ft Bi V u w F ¥ As Hg 5n Sb Ba E spec Activation DCP test

Please analyze
/ a* i □O assay (%, ore grade)

geochemical (ppm, trace level)
methods, the enclosed

□ / prepared
1

unprepared
samples

□ DO NOT ASSAY 
COMMENTS.

Y GEOCHEMICAL OVERLIMITS
■' ^_______ :

_ _ _ _ _ _ _ _ _ ______ __ _ _ _ _ _ _ _ _ _ _ _ _ _ S__________ ■ a; _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ all--------------
r /! /SJ ^ ^_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

QQARgE REJECTS
'O DISCARO AFTER ANALYSIS COMPLETE 
□ RETURN COD AFTER ANALYSIS COMPLETE 
O STORE 60 DAYS OiSCARO 
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COO AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD 
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

T3 Results__ <'s/£r 0 M/i / PL? - - - - - - - - - - - - - - - - -

O Invoicesj//' - t/'? , / s.
o Pulps—___ \___ __ r,:r.

□ Reiects. _ _ _ _ —_____ L

□ Results _
□ Invoices.
□ Pulps_ _
□ Rejects _

□ Results.
□ invoice.
□ Pulps _
□ Rejects.

□ Results. 
O Invoice.
□ Pulps _
□ Reiects.

WMW — Lab Copy - PWH IncfcxM WWl STupm** Sa/npw Prup Copy Pink — Cknntu Copy



R. MACLEOD 09/09/88"TITLE 13-09-88 08:46:03 098-1045 
"CLIENT BROHM MINING CORP.
"PROJECT BLASTHOLE #SAMPLES: 24 REFERENCE: NONE LISTEO
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"

Values above the upper limit are shown as +uplimt"
Values below the lower limit are shown as -lolmt (ie not detected)

DETERMINATIONS"
UNI # S A M LOLMT UPLIMT COMMENTS"
OPT 24 0.002 99.999 Results Reported "
OPT 24 0.002 99.999 Cancelled

ELNAME METHO ECO 
1 01 FireAu FA

02 CN Au AA E31 
'SAMPLE PREPS"

40 SAMPLE TY PE = D DRILL CORE
41 P17= 24 Assay Prep II
42 P86= 24 Deadwood S u rcha rge II

* * * * It
FORMAT (A 8 , IX 9 A 1 9 Al»lX,A20t2(lX.A7 * A1) ) "
BEGIN " "Type " "Frac" "Sample ID" "FireAu" " CN Au
10450001" " D " ii 2 M "S-9-7-147 II -0.002 -9
10450002" " D " it 2 •* "S-9-7-148 II -0.002 -9
10450003" " D " ii 2 “ "S-9 — 7 —163 II -0.002 -9
10450004" "0 " M 2 11 "S-9-7-164 II 0.003 -9
10450005" " D " n 2 m "S-9-7-167 II -0.002 -9
10450006" " D " ii 2 *■ "S-9-7—168 II -0.002 -9
10450009" "D" ii 2 11 "S—9—7—183 II -0.002 -9
10450010" " D " "2" "S-9—7 —18 4 II 0.004 -9
10450011" " D " ii 2 m "S-9-7-187 II -0.002 -9
10450012" " 0 " M 2 11 "S-9—7—203 II -0.002 -9
10450013" "D" it 2 “ "S-9-7-204 II -0.002 -9
10450014" " D " " 2 " "S-9-7-207 II -0.002 -9
10450015" " D " "2" "S-9—7—223 II -0.002 -9
10450016" " D " H 2 11 "S-9-7-224 l 11 -0.002 -9
10450017" " D " 11 2 " "S-9—7—227 II -0.002 -9
10450018" "0" n 2 11 "S-9 —7 —2 4 3 II -0.002 -9
10450019" " D " ii 2 "S-9—7—244 II -0.002 -9
10450020" " D " m 2 ii "S-9-7-247 II -0.002 -9
10450021" " D " n 2 " "S-9—7-263 II -0.002 -9
10450022" " D " ''2" "S-9-7-264 H -0.002 -9
10450023" "D" ii 2 " "S-9-7 —2 6 7 1 1 -0.002 -9
10450024" " D " ii 2 •• "S-9-7-283 II -0.002 -9
10450025" " D " n 2 •• "S-9-7—284 II 0.005 -9
10450026"
END"

" D " H 2 •* "S-9-7-287 II 0.005 -9



Bondar-4'legg. Inc.

12980 West Cedar Dr. 
Lakewood. Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693

BONDAR-CLEGG

BROHM MINING CORP. 
MR. ROD MACLEOD 
P.0. BOX 485 
DEADUOODt SD 
57732

Invoice l 12855* Rase 1 

Date I 26-SEP-88

Report 
Project 
Ref e rei

o :
4
4

e:

098-1044 
BLASTHOLE 
NONE LISTED

26 Analyses of Gold 
Subtotal

I

st % 8.00 I 208.00 

i 208.00
208.00

Sample Frereretion
26 Semples of Assay Prep 
26 Semples of Deaduood Surcharge 

Subtotal

at * 3.25 $ 84.50
at * 0.50 * 13.00

i 97.50 ♦

7

97.50

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2X DEADUOOD CITY SALES TAX 

Subtotal

* 2.60
$ 1.30
$ 3.90 % 3.90

Invoice Total} t 309.40 U.S.

o

ej(

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



I

BPOHM MINING CORF. 
MR. POO MACLEOD 
P.O. BOX 48!> 
DEADUOOD > SO 
57732

Invoic e t 12855' P & se I

Dale : 26-SEP-88

Repor t ,fla I 
F'r oJeci
Ref* rer

jr;

rTCtf :

098-104 4 
BLASTHOLE 
NONE LTeTE0

t
26 Analyse* of Gold 1 8.00 » 208.00

Subtotal « 208.00 • 208 a 00

Sample Preparation
26 Sooples of Assay Prep at i 3.25 1 84.30
26 Soer-les of Deaduood Surcharee at « 0.50 t 13.00

Subtota 1 i 97.50 *

mro
-

Miscellaneous Charset.
4% S.O. STATE SALES TAX % 7.60
2X DEADUOOD CITT SALES TAX I 1.30

Subtotal l 3.90 1 3 90

I nvo ice Total'.

d\v b

•ol+Ui a

» 309.40 U.S

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
l^b Report

Bondar-Clegg. Inc.
12980 Ww Cedar Dr. 
lakewood, Colorado 80228 
(303)989-1404

BC
BONDAR-CUGG



Geochemical
Lab Report

Bondar-Orgg. I nr
LN80 VStei C edar Dr
lakewood, Colorado 8022#
(303) 989-HOI

BONDAR CLEGG

REPORT: 098-1044 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: blasthole

SUBMITTED BYT R. MACLEOD 
DATE PRINTED: 16-SEP-88

ORDER ELEMENT
NUMBER Of 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 26 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 26 2 -150 26 Assas Prep
Deaduood Surcharge

26
26

REMARKS: RESULT NOU REPORTED FOR SAMPLE 049.

REPORT COPIES T05 MR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD



Geochemical
lab Report

Bondar-Qqg. Inc.
12900 West Cedar Dr.
Lakewood, Colorado 80220
(303)9894401

B0N0AR-CLEGG

REPORT! 098-1044 project: blasthole page i

SAMPLE ELEMENT FireAu
HUMBER UNITS OPT

02 S-9-7-003 0.004
02 S-9-7-004 0.002
02 S-9-7-009 <0.002
02 S-9-7-010 <0.002
02 S-9-7-023 0.003

02 S-9-7-024 0.002
02 S-9-7-029 0.003
02 S-9-7-043 <0.002
02 S-9-7-044 <0.002
02 S-9-7-049 <0.002

02 S-9-7-043 0.003
02 S-9-7-044 0.003
02 S-9-7-049 0.004
02 S-9-7-083 <0.002
02 S-9-7-084 <0.002

02 S-9-7-089 <0.002
02 S-9-7-103 <0.002
D2 S-9-7-104 <0.002
02 S-9-7-108 <0.002
02 S-9-7-109 0.002

02 S-9-7-123 0.003
D2 S-9-7-124 <0.002
02 S-9-7-127 <0.002
02 S-9-7-128 <0.002
02 S-9-7-143 <0.002

D2 S-9-7-144 <0.002



E
LAB. REPORT

BONDAR-CL FRR INC.
12900 W. CEDAR DR. LAKEWOOD. CO. 0D22B PHONE 309-1^01 TELEX: A5-BQ3

SAMPLE SHIPMENT NOTICE ^

Date Shipped ---------------- — —---------------------- --------Via /./vf) Prepaid or □ Collect

# Parcels in Shipment.

GEOLOGIST S NAME * ' phonic

TOTAL NUMBER OF SAMPLES .

NUMBER. —PROJECT NAME OR NUMBER

*zr 9 S*n*«
(Santj) Co Pb Zn M« Ag

ELEMENTS TO BE ANALYZED
Cl Nl Co Mn Ft Si V U Mi F Au As Mg Sn Sb Ba] E tpet

Ntoboa 1 1 Oct T~

c* Cu Pb Zn Vo A« Cd Ni Co Vln Fe Bi V u w F * Mg Sn Sb Ba E tone Activation OCP test
S7 V6 Cu Po Zn Vo *< Ob Co Mo Fe B- V u w F * At Mg Sn Sb Ba E spec

Ni '
Activation OCP tut

z Pb Zn Mo M Cd Nl Co Mn Fe B. V u w F As Mg tn SB Ba E spec
Neutron

DCP Of€

Cu Pb Zn wo N Cd Ni Co Mn Ft Bi V u M F * As Mg Sn SO Ba E spec
Noutren

Activation OCP
•ft
test

Cm Pb Zn Mo AS Cd Ni Co Wn Fe Bi V u w F
A*

u Mg Sn Sb Ba
Naulron

OCP

Cu Pb Zn Mo Cd Nl Co Mn Fe Bi V u w F H At Mg Sn Sb Ba E spec OCP test
r c# Pb Zn Mo N Cd Nl Co Mn Fe Bi V u w F At Sfl Sb Ba E :occ

Neutron
Acbvation OCP

ore

Cu Pb Zn WO Ag Cd Ni Co Wn Fe Bi V u w F "K At Mg Sn Sh Ba E spec
Heu!rb5-----

Activation OCP lest

Cu Pb Zn Wo Cd Ni Co N Fe Bi V u w F M At Mg Sn Sb Ba E spec
Neutron

OCP
ore
test

Cu Pb Zn *0 *8 Cd Ni Co Mn Fe Bi V u w F At Sn Sb Ba E tptc
NeuPnn

Activatin' OCP

hjrr

tut

—

! 7//-4- Cu Pb Zn Mo Mb Cd Ni Co Mn Fe Bi V u Mi F f As Mg Sn Sb Ba E spec Acl'VttiOfi DCP
"S7T-

ry Cu Pb Zn Mo *6 Cd Ni Co Wn Fs Bi V u w F i As Ho Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

w*
'/■ 4 Cu Pb Zn Mo *Q Cd Ni Co Wn Fe Bi V u Yr F an As *9 Sn Sb Ba E tp«

—Niutron— 
Activation OCP

-nm
tort

Cu Pb Zn wo *9 Cd Ni Co Wn Fe Bi V u w F * As Hg Sn Sb Ba spec
Neutron

Act vatuM OCP
ore
tut

Cu Pb Zn Wo Cd Ni Co An Fe Bi V J w F % At Sn Sb Ba : spec
~NV.!>W-----

Activation
SPg
tut

{Please analyze by
□ geochemical (ppm, trace level)

□ 00 NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS .■//. - . . ,-/. V r

} methods, the enclosed
□ / prepared
o t

unprepared
} samples

i.AIj //,/,/ /
1L_ _ _ _ r /

A---- /■' / //,/

COARSE REJECTS
O' OISCARD AFTER ANALYSIS COMPLETE
□ RETURN COO AFTER ANALYSIS COMPLETE
□ STORE 60 OAYS OISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

-AS

PLEASE INDICATE SAMPLE DISPOSITION

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE 
0~~R£TURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR RETURN COD 
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES ANO SAMPLES TO BE SENT TO

□ Invoice.
□ Pulps _
□ Reiects.

□ Results
C Invoices
□ Pulps
□ Reiects

□ Results
□ Invoice * 1
□ PuIds

□ Reiects

Samp* Pwp Copy PU* - Cbenrt Copy



Bondar-t k»j. Inc.
12980 West Cedar Dr. 
Lakewood. Colorado 
U-S.A 80228
Phone: (303)989-1404 
Tdcx: 45-693

BONDAR-CLEGG

BROHM MINING CORP. 
MR. ROB MACLEOD 
P.0. BOX 485 
DEADWOOD? SB 
57732

Invoice i 12674» Pase 1

Date ! 15-SEP-88

Report No! 098-1042 
Project J BLASTHOLE 
Reference: NONE LISTED

32 Analyses of Gold 
Subtotal

at ♦ 8.00 * 256.00
$ 256.00 256.00

Sample Preparation
32 Samples of Assay Prep at I 3.25 I 104.00
32 Samples of Deadwood Surcharge at t 0.50 t 16.00

Subtotal I 120.00 120.00

Miscellaneous Charges
4X S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

I 3.20
I 1.60
» 4.80 * 4.80

Invoice Total: » 380.80 U.S.

P . ^ M

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED


